Druckdatum: 02.01.23

Tek

Priifprotokoll / QS Priifung

customer : RR Projects MB BN Nummer Do

specification . ENISO 15527:2018 GF Nummer -

material . Performance tester : Kaufmann
regenerate

material-number : PE-group 1.1

Geschwindigkeit Zugmodul : 1 mm/min
Prifgeschwindigkeit : 50 mm/min
Nominelle Dehnung : Verfahren B

test results:

Proben-Nr. Kurve Et Oy & Om €Em Ob E&Ew

Legende Nr MPa MPa % MPa % MPa %
max -] - ---
min 500 170 | 8,0
1 1 Typc 11280 260 941260 94 | 139 62
graphic:
25
- Oy: 26,0 MPa
20 | €94 %
© I om: 26,0 MPa
% 15 ob: 13,9 MPa Etb: 62 %
- T em: 94 % ! i
‘© 10 | result: material conforms
g . to specification:
A 5 tensile stress at yield should be 17MPa is 26MPa
i tensile strain at yield should be 8,0% is 9,4%
0 ] ~ |Ex 1280 MPa ! tensile modulus should be 500MPa is 1280MPa !
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